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1
CARRIER TAPE

The present invention relates to a carrier tape for electronic
component packaging applications. In particular, the carrier
tape includes an elevated central portion adjacent to two
lower side portions to minimize migration of the electronic
component out of the pockets disposed in the elevated central
portion of the carrier tape.

BACKGROUND

As electronic equipment is miniaturized, the storage, han-
dling, and transport of electronic components become more
important. Generally, the electronic components are trans-
ported to an assembly location in a carrier tape assembly that
has a plurality of pockets formed therein to hold the electronic
components. The carrier tape assembly includes a carrier tape
and a cover tape or film. Carrier tapes are often manufactured
in a thermoforming or embossing operation in which a web of
thermoplastic polymer is delivered to a mold that forms the
component pockets in the carrier tape. A cover film can be
heat sealed continuously along the edges of the carrier tape to
seal the electronic components within the pockets of the
carrier tape.

The electronic components are mounted onto a printed
circuit board (PCB) or other substrate during assembly of
electronic equipment or sub-assemblies that will be used later
to build electronic equipment. The cover film is removed from
the carrier tape during this assembly process to expose the
electronic components residing within the pockets of the
carrier tape. The component is typically lifted from a pocket
by automatic precision placement machines and mounted to
the PCB or substrate being assembled.

However, as semiconductor or other electronic compo-
nents become smaller and thinner, the electronic components
can migrate out of the pocket during shipping and handling
FIGS. 1A and 1B show how electronic devices can migrate
out of the pocket of two styles of conventional carrier tapes.

FIG. 1A shows a conventional carrier tape assembly 100
including a carrier tape 102. Carrier tape 102 includes central
portion 105 extending longitudinally along the length of the
carrier tape and two side portions 104, 106, cach side portion
disposed on opposite sides of the central portion and extend-
ing longitudinally therewith. The central portion has a plural-
ity of pockets 112 formed therein. The side portions are
disposed on opposite sides of the central portion and extend
longitudinally therewith. In addition, each of the side portions
includes a row of aligned advancement structures 108 and
110 such that the advancement structures extend along the
edges of the carrier tape. The side portions and central portion
are flat and lie in the same plane.

Carrier tape 102 may be formed of any polymeric material
that has a sufficient thickness and flexibility to permit it to be
wound about the hub of a storage reel. A variety of polymeric
materials may be used including, but not limited to, polyester
(e.g., glycol-modified polyethylene terephthalate), polycar-
bonate, polypropylene, polystyrene, polyvinyl chloride, and
acrylonitrile-butadiene-styrene.

Carrier tape assembly 100 typically further includes an
elongate cover film 120 applied over the pockets of carrier
tape 102 to retain electronic components therein. As illus-
trated, cover film 120 includes parallel longitudinal bonding
portions 122, 124 that are bonded to top surface of side
portions 104,106, respectively, of the carrier tape. For
example, a pressure sensitive adhesive such as an acrylate
material, or a heat-activated adhesive such as an ethylene
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vinyl acetate copolymer, can be used to adhere the cover film
to top surface of side portions 104, 106.

Because the bonding portions 122, 124 are spaced away
from the edges 113, 114 of the pockets 112 formed in the
central portion of carrier tape 102, the electronic devices,
such as electronic device 130, can migrate out of the pocket
during shipping and handling. When this occurs, the elec-
tronic devices can pop off of the carrier tape when the cover
film is removed and be lost.

FIG. 1B shows an alternative conventional carrier tape
assembly 200 has a strip portion 202. Strip portion 102
includes central portion 205 having a plurality of pockets 212
formed therein and an elevated land portion 209 between
adjacent pockets along the length of the central portion of the
carrier tape, two side portions 204, 206, the side portions are
disposed on opposite sides of the central portion and extend-
ing longitudinally therewith, and a row of aligned advance-
ment structures 210 formed in side portion 206.

Carrier tape 100 typically further includes an elongate
cover film 220 applied over the pockets of the strip portion to
retain electronic components therein. As illustrated, cover
film 220 includes parallel longitudinal bonding portions 222,
224 that are bonded to longitudinal top surfaces of edge
portions 104,106 of strip portion 102.

Because the bonding portions 222, 224 are spaced away
from the edges 213, 214 of the pockets 212, the electronic
devices such as electronic device 230, can migrate out of the
pocket during shipping and handling When this occurs, the
electronic devices can pop off of the carrier tape when the
cover film is removed and be lost.

SUMMARY

The present invention is directed to a carrier tape having
pockets for carrying electronic components. The carrier tape
includes a longitudinally extending elevated central portion
having a plurality of pockets formed therein and two side
portions, each side portion disposed on opposite sides of the
elevated central portion and extending longitudinally there-
with, wherein each side portion is attached to the elevated
central portion by an inclined portion such that the central
portion is higher than the side portions when disposed in a flat
configuration.

The pocket includes at least one side wall that extends
down from a top surface of the elevated central portion and
connects to a bottom wall. The bottom wall of the pocket
defines a reference plane for the carrier tape. In one exem-
plary aspect, the side portions of the carrier tape are disposed
at a first reference height relative to the reference plane and
the central portion of the carrier tape is disposed at a second
reference height relative to the reference plane and wherein
the second reference height is greater than the first reference
height.

In an alternative embodiment, carrier tape having pockets
for carrying electronic components can include a longitudi-
nally extending central portion having a plurality of pockets
formed therein and a plurality of elevated lip portions at least
partially surrounding the pockets. The elevated lip portions
are disposed adjacent to at least a portion of each edge of each
pocket formed within the central portion. The carrier tape can
further include two side portions wherein each side portion
disposed on opposite sides of the central portion and extends
longitudinally therewith. Each of the side portions includes
an adhesion zone that is spaced apart from the edge of the
pockets and is adapted to adhere to a cover tape to the carrier
tape. In one exemplary aspect, the elevated lip portions are
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discontinuous while in another exemplary aspect the elevated
lip portions are continuous and completely surround the
edges of the pockets.

The above summary of the present invention is not
intended to describe each illustrated embodiment or every
implementation of the present invention. The figures and the
detailed description that follows more particularly exemplify
these embodiments.

BRIEF DESCRIPTION OF THE DRAWINGS

The present invention will be further described with refer-
ence to the accompanying drawings, wherein:

FIG. 1A and 1B are isometric views of conventional carrier
tape assemblies.

FIG. 2 is an isometric view of a carrier tape assembly
utilizing a carrier tape according to an aspect of the invention.

FIG. 3A is an isometric view of an exemplary carrier tape
of the carrier tape assembly of FIG. 2.

FIG. 3B is a cross sectional view of the carrier tape of FIG.
3A.

FIG. 4A-4C shows the formation of the carrier tape assem-
bly of FIG. 2.

FIGS. 5A and 5B show two views of an alternative carrier
tape according to an aspect of the invention.

FIG. 6 is an isometric view of a third embodiment of a
carrier tape according to an aspect of the invention.

FIG. 7 is an isometric view of a fourth embodiment of a
carrier tape according to an aspect of the invention.

While the invention is amenable to various modifications
and alternative forms, specifics thereof have been shown by
way of example in the drawings and will be described in
detail. It should be understood, however, that the intention is
not to limit the invention to the particular embodiments
described. On the contrary, the intention is to cover all modi-
fications, equivalents, and alternatives falling within the
scope of the invention as defined by the appended claims.

DETAILED DESCRIPTION

In the following Detailed Description, reference is made to
the accompanying drawings, which form a part hereof, and in
which is shown by way of illustration specific embodiments
in which the invention may be practiced. In this regard, direc-
tional terminology, such as “top,” “bottom,” “front,” “back,”
“leading,” “forward,” “trailing,” etc., is used with reference to
the orientation of the Figure(s) being described. Because
components of embodiments of the present invention can be
positioned in a number of different orientations, the direc-
tional terminology is used for purposes of illustration and is in
no way limiting. Itis to be understood that other embodiments
may beutilized and structural or logical changes may be made
without departing from the scope of the present invention.
The following detailed description, therefore, is not to be
taken in a limiting sense, and the scope of the present inven-
tion is defined by the appended claims.

In an exemplary aspect, a carrier tape assembly includes a
carrier tape and a cover film bonded to a side portion of the
carrier tape. The carrier tape assembly is used to transport and
store electronic component used in PCB assembly for elec-
tronic devices. The electronic component can be disposed in
pockets formed in the carrier tape. Specifically referring to
FIGS. 2 and 3A-3B, carrier tape assembly 300 includes a
carrier tape 302 and a cover film 320.

Carrier tape 302 includes a longitudinally extending
elevated central portion 305 having a plurality of pockets 312
formed therein and two side portions 304, 306. The side
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portions are disposed on opposite sides of the central portion
and extend longitudinally therewith and define the longitudi-
nal axis of the carrier tape. Each side portion 304, 306 is
attached to the elevated central portion 305 by an inclined
portion 307, 309 such that the central portion is higher than
the side portions when disposed in a flat configuration.

In an exemplary aspect, the elevated central portion 305
can include a plurality of plateau portions 315 disposed
between adjacent pockets 312 and a pair of rail portions 316
that extend longitudinally along the elevated central portion
on either side of the pockets. In an alternative aspect having a
plurality of pockets formed in the elevated central portion
transverse to the longitudinal axis of the carrier tape, the
carrier tape can have one or more additional rail portions
between adjacent pockets.

The width of the rail portions 316 dictates the distance
between the top of the inclined portion 307, 309 and the
transverse edges of pocket 312. The rail portions are charac-
terized by a rail surface. The rails shown in the exemplary
embodiment shown in FIG. 3A and 3B have a fairly narrow
rail surface having a distinct ridge line. In an exemplary
aspect, the minimum width of the rail portions 316 is about
0.60 mm, but can be greater depending on the design of the
carrier tape used. The rail portions 316 of carrier tape 302 of
the exemplary embodiment shown in FIG. 3A and 3B are
fairly narrow having a distinct ridge line wherein the ridge
line is parallel to reference plane 399. Alternatively, rail por-
tions 416 of carrier tape 402 shown in FIGS. 5A are wider and
have flat top rail surfaces which are parallel to reference plane
499.

Meanwhile the width of the plateau portion dictates the
distance between pockets along the longitudinal axis of the
carrier tape and is characterized by a plateau surface. In an
exemplary aspect, the minimum width of the plateau portions
is about 0.60 mm, but can be greater depending on the pocket
pitch of the carrier tape design used.

In the exemplary embodiment seen in FIGS. 3A-B and
4A-C the plateau surfaces and the rail surfaces are coplanar
(i.e. they are at the same reference height. In alternative
embodiments seen in FIGS. 5A-B, the plateau surfaces are
higher than the rail surfaces.

In the embodiment shown in FIGS. 3A-3B, each pocket
312 includes four side walls 312a, each formed generally at a
right angle with respect to each adjacent wall. Side walls 312a
adjoin and extend downwardly from the top surface of the
central portion of the carrier tape and adjoin bottom wall 3125
to form the pocket. Bottom wall 3125 is generally planar and
defines a reference plane 399. The bottom wall and hence the
reference plane are parallel to the surface of the side portions
304, 306 and defines a first reference height, H. In an exem-
plary aspect, the first reference height, H, (i.e. the distance
between the plane formed by the top surface of the side
portions and the reference plane) can be from about 1.50 mm
to about 5.00 mm, but may vary depending on the thickness of
the electronic component to be placed in the pocket of the
carrier tape. Similarly, the bottom wall and hence the refer-
ence plane 399 are parallel to at least a portion of the surface
of the elevated central portion 305 and defines a second ref-
erence height, h. In an exemplary aspect, the second reference
height, h, (i.e. the distance between the plane formed by the
top surface of the elevated central portion and the reference
plane) can be from about 1.00 mm to about 4.50 mm, but
again may vary depending on the thickness of the electronic
component to be placed in the pocket of the carrier tape. The
second reference height can be the effective depth of the
pocket less the thickness of the bottom wall of pocket 312 and
can be dictated in part by the thickness of the electronic
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component to be placed within the pocket. In one exemplary
aspect, the second reference height is greater than the first
reference height.

In an exemplary aspect, the rail portions 316 and the pla-
teau portions 315 of the elevated central portion can be dis-
posed at the same height relative to the reference plane 399 as
shown in FIG. 3B, (i.e. the rail portions and the plateau
portions can be disposed at the second reference height, h,
above the reference plane.

In an alternative aspect, the rail portions and the plateau
portions can be disposed at different reference heights rela-
tive to the reference plane. For example, FIGS. 5a¢ and 5B
show an alternative embodiment of an exemplary carrier tape
of the current invention. In particular, carrier tape 402
includes a longitudinally extending elevated central portion
405 having a plurality of pockets 412 formed therein and two
side portions 404, 406. The side portions are disposed on
opposite sides of the central portion and extend longitudinally
therewith and defining the longitudinal axis of the carrier
tape. Each side portion 404, 406 is attached to the elevated
central portion 305 by an inclined portion 407, 409 such that
the central portion is higher than the side portions when
disposed in a flat configuration. The elevated central portion
405 can include a plurality of plateau portions 415 disposed
between adjacent pockets 412 and a pair of rail portions 416
that extend longitudinally along the elevated central portion
on either side of the pockets. Specifically, the rail portions 416
of carrier tape 402 can be disposed at a second reference
height, h, and the plateau portions 415 of elevated central
portion 405 can be at a third reference height h' as shown in
FIG. 5A.

In general, pockets 312 are designed to accommodate the
size and shape of the electronic components that they are
intended to receive. Although not specifically illustrated, the
pockets may have more or less side walls than the four that are
shown in the preferred embodiment. In general, each pocket
includes at least one side wall that adjoins and extends down-
wardly from the elevated central portion 305 of the carrier
tape, and a bottom wall that adjoins the side wall to form the
pocket. Thus, the pockets may be circular, oval, triangular,
pentagonal, or have other shapes in outline. Each side wall
may also be formed with a slight draft (i.e., a 2° to 12° slant
toward or away from the center of the pocket) in order to
facilitate insertion of the component, and to assist in releasing
the pocket from a mold or forming die during fabrication of
the carrier tape. The depth of the pocket can also vary depend-
ing on the component that the pocket is intended to receive. In
addition, the interior of the pocket may be formed with
ledges, ribs, pedestals, bars, tabs, and other similar structural
features to better accommodate or support a particular type of
electronic components. Although a single row of pockets is
illustrated in the drawings, two or more rows of aligned
pockets could also be formed along the length of the elevated
central portion in order to facilitate the simultaneous delivery
of multiple electronic components.

As shown in FIG. 3A, bottom wall 3126 can include a
vacuum hole 312¢ which is used in applying a vacuum to the
pocketto permit more efficient loading ofthe pockets with the
electronic components. In addition, the vacuum hole can also
be used for visual inspection to confirm that the electronic of
component is present in the pocket.

Each side portion 304, 306 includes an adhesion zone
304a, 306a that is spaced apart from the elevated central
portion of the carrier tape. The adhesion zones define the
attachment region for cover film 320, as shown in FIG. 4B, to
form the carrier tape assembly. The cover film can be con-
tinuously adhered to the carrier tape within the adhesion zone
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along the longitudinal length of the carrier tape. In an exem-
plary aspect, the width of the bond area between the cover
film and the carrier tape on both side portions are of the same
width. Having two continuous bond areas allows for a stable
and even separation of the cover film from the carrier tape
during electronic equipment assembly operations. In addi-
tion, having the adhesion zones spaced apart from the
elevated central portion and the pockets formed therein helps
to minimize contamination of the electronic devices house
within the pockets when the cover film is removed from the
carrier tape.

Each side portion 304, 306 can further include a row of
aligned advancement structures 308, 310 such that the
advancement structures both edges of the carrier tape 302 as
shown in FIGS. 2 and 3A. In an alternative aspect, the carrier
tap can have a single row of advancement structures formed
on only one of the side portions of the carrier tape. The
advancement structures can engage with teeth on a sprock-
eted drive (not shown) as may be present in the drive assem-
blies of the precision placement equipment used to remove
the electronic components from the pockets of the carrier
tape. The advancement structures are used to advance the
carrier tape to a prescribed location such that the electronic
component can be placed in or removed from the pocket of the
carrier tape.

Carrier tape 302 may be formed of any resin material that
has a sufficient gauge and flexibility to permit it to be wound
about the hub of a storage reel. In addition, the resins that can
be used for component carrier tapes of this invention are
dimensionally stable, durable, and readily formable into the
desired configuration. Suitable resin materials include, but
are not limited to, polyesters (e.g., glycol-modified polyeth-
ylene terephthalate, or polybutylene terephthalate), polycar-
bonate, polypropylene, polystyrene, polyvinyl chloride, acry-
lonitrile-butadiene-styrene, amorphous  polyethylene
terephthalate, polyamide, polyolefins (e.g. polyethylene,
polybutene, or polyisobutene), modified poly(phenylene
ether), polyurethane, polydimethylsiloxane, acrylonitrile-
butadiene-styrene resins, and polyolefin copolymers. In some
embodiments, the material has a melt temperature in the
range of 400° F. to 630° F. The carrier tape may be optically
clear, pigmented or modified to be electrically dissipative. In
the latter case, the carrier tape may include an electrically
conductive material, such as carbon black or vanadium pen-
toxide, either dispersed within the resin material or coated
onto the surface(s) of the formed carrier tape. The electrically
conductive material helps dissipate an electric discharges that
can occur during removal of the cover film or unwinding of
the carrier tape assembly from a storage spool thus helping to
prevent damage to the electronic components contained
within the pockets of the carrier tape. In addition dyes, colo-
rants, pigments, UV stabilizers, or other additives may be
added to the resin material before forming the carrier tape.

As previously mentioned carrier tape assembly 300 further
includes cover film 320 applied over the pockets 312 of car-
rier tape 302 to retain the electronic components therein. As
illustrated in FIG. 2 and FIGS. 4A-4C, cover film 320
includes parallel longitudinal bonding portions 322, 324 that
are bonded to the top surface of side portions 304, 306 in
adhesion zones 3044, 3064, respectively, of the carrier tape at
a position that is spaced away from the edges of the pockets
disposed in the central portion of the carrier tape. The cover
film can include an adhesive layer such as a pressure sensitive
adhesive such as an acrylate based adhesive strip coated onto
a backing layer, or a heat-activated adhesive such as an eth-
ylene vinyl acetate copolymer coated on a support layer. The
adhesive layer can be used to adhere the cover film to top
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surface of side portions 304, 306 of carrier tape 302. In one
exemplary aspect, the cover film can be a heat sealable cover
film as described in International Patent Application No.
PCT/CN2011/079229, which is herein incorporated by ref-
erence in its entirety. In an alternative exemplary aspect, the
cover film can have a pair of adhesive strips disposed along
the longitudinal edges of the cover film as described in US
Patent Publication No. 2009/0145543, which is herein incor-
porated by reference in its entirety.

One of the advantages of having a raised central portion or
raised lips portions (described in detail below with respect to
FIGS. 6 and 7) surrounding at least a portion of each edge of
the pockets in combination with having the adhesion zone
spaced away from the edges of the pockets, is that tension is
applied to the film as it is formed over and down the raised
portions and anchored to the lower side portions of the carrier
tape as shown by arrows 380 in FIGS. 4B and 4C. In an
exemplary aspect, the cover film can be extendible such that
it can be stretched over and down the raised portions and
anchored to the lower side portions of the carrier tape. The
tentering of the film over the elevated features helps prevent
the electronic devices 130 for migrating out of the pocket as
the downward tension on the cover film as it passes over the
elevated features prevents the entrapment of a corner of the
electronic device between the carrier tape and the cover film
in a carrier tape assembly during transport and or storage.

FIG. 6 shows a third embodiment of a carrier tape 502
utilizing a carrier tape according to an aspect of the invention.
Carrier tape 502 has a longitudinally extending central por-
tion 505 having a plurality of pockets 512 formed therein and
a plurality of elevated lip portions 530 wherein the elevated
lip portions are adjacent to at least a portion of each edge of
each pocket formed within the central portion. In the exem-
plary aspect shown in FIG. 6, the pocket is bordered by a pair
of discontinuous bracket shaped lip portions. When the pock-
ets have a rectangular shape, the pair of discontinuous shaped
lip portions can be square brackets ([ ]), such that the open
sides of the square bracket face each other, thus enclosing at
least a portion of each edge of pocket 312.

Carrier tape 502 further includes two side portions 504,
506, cach side portion disposed on opposite sides of central
portion 505 and extending longitudinally therewith. Each
side portion 504, 506 includes an adhesion zone 524, 526,
respectively, that is spaced apart from the elevated lip potions
that extend around pocket parallel to the longitudinal direc-
tion of the carrier tape. The adhesion zones being adapted to
adhere to a cover tape at a distance spaced apart from the edge
of the pocket.

In an exemplary aspect, the side of the elevated lip portion
530 facing the pockets can be an extension of the side walls
512a of the pocket, such that side walls 512a adjoin and
extend downwardly from the top of the elevated lip portion of
the carrier tape and adjoin bottom wall 5125 to form the
pocket. Bottom wall 5126 is generally planar and defines a
reference plane. The bottom wall and hence the reference
plane are parallel to the surface of the side portions 504, 506
and defines a first reference height, H. Similarly, the bottom
wall and hence the reference plane are parallel to at least a
portion of the top surface of the elevated lip portion 530 and
defines a second reference height, h, wherein the second
reference height is greater than the first reference height.

FIG. 7 shows a fourth embodiment of a carrier tape 602
which is similar to carrier tape 502 except that elevated lip
portion 630 is continuous and completely surrounds pocket
612 disposed in the central portion 605 of carrier tape 602.

Item 1 is a carrier tape having pockets for carrying elec-
tronic components, the carrier tape comprising:
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a longitudinally extending elevated central portion having
a plurality of pockets formed therein and two side portions,
each of'the side portions is disposed on opposite sides of the
elevated central portion and extending longitudinally there-
with, wherein each of the two side portions is attached to the
elevated central portion by an inclined portion such that the
elevated central portion is higher than the two side portions
when disposed in a flat configuration, and wherein each of the
two side portions includes an adhesion zone that is spaced
apart from the elevated central portion.

Item 2 is the carrier tape of item 1, further comprising at
least one row of advancement structures formed longitudi-
nally along the side portion of the carrier tape.

Item 3 is the carrier tape of item 1, further comprising at a
row of aligned advancement structures formed longitudinally
along each side portion of the carrier tape.

Item 4 is the carrier tape of item 1, wherein each of the
plurality of pockets includes at least one side walls that
extends down from a top surface of the elevated central por-
tion and is joined to a bottom wall and wherein the bottom
wall of each of the pockets defines a reference plane.

Item 5 is the carrier tape of item 4, wherein the side portions
are generally parallel with the bottom wall of each of the
pockets.

Item 6 is the carrier tape of item 4, wherein the elevated
central portion is generally parallel with the bottom wall of
each of the pockets.

Item 7 is the carrier tape of item 4, wherein the side portions
are disposed at a first reference height relative to the reference
plane and the elevated central portion is disposed at a second
reference height relative to the reference plane and wherein
the second reference height is greater than the first reference
height.

Item 8 is the carrier tape of item 1, wherein the elevated
central portion comprises a plurality of plateau portions dis-
posed between adjacent pockets within the elevated central
portion and having a plateau surface and a pair of rail portions
that extend longitudinally along the elevated central portion
on either side of the pockets and having a rail surface.

Item 9 is the carrier tape of item 8, wherein the plateau
surface and the rail surface are coplanar.

Item 10 is the carrier tape of item 8, wherein the plateau
surface is higher than the rail surface.

Item 11 is a carrier tape having pockets for carrying elec-
tronic components, the carrier tape comprising:

a longitudinally extending central portion having a plural-
ity of pockets formed therein and a plurality of elevated lip
portions wherein the elevated lip portions are adjacent to at
least a portion of each edge of each of the pockets are formed
within the central portion and two side portions, each of the
side portions is disposed on opposite sides of the central
portion and extend longitudinally therewith, wherein each of
the side portions includes an adhesion zone that is spaced
apart from the central portion, the adhesion zone being
adapted to adhere to a cover film.

Ttem 12 is the carrier tape of item 11, wherein the elevated
lip portions are discontinuous.

Ttem 13 is the carrier tape of item 11, wherein the elevated
lip portions are continuous and completely surrounds the
pockets disposed within the central portion of the carrier tape.

Item 14 is the carrier tape of item 11, wherein the pocket
includes at least one side walls that extends down from a top
surface of at least one of the elevated lip portions and is
adjoined a bottom wall and wherein the bottom wall of the
pocket defines a reference plane.

Ttem 15 is the carrier tape of item 14, wherein the side
portions are disposed at a first reference height relative to the



US 9,090,403 B2

9

reference plane and the top surface of at least one of the
elevated lip portions is disposed at a second reference height
relative to the reference plane and wherein the second refer-
ence height is greater than the first reference height.

Although specific embodiments have been illustrated and
described herein, it will be appreciated by those of ordinary
skill in the art that a variety of alternate and/or equivalent
implementations may be substituted for the specific embodi-
ments shown and described without departing from the scope
of'the present invention. This application is intended to cover
any adaptations or variations of the specific embodiments
discussed herein. Therefore, it is intended that this invention
be limited only by the claims and the equivalents thereof.

What is claimed is:

1. A carrier tape having pockets for carrying electronic
components, the carrier tape comprising:

a longitudinally extending elevated central portion having

a plurality of pockets formed therein and two side por-
tions, each of the side portions is disposed on opposite
sides of the elevated central portion and extending lon-
gitudinally therewith, wherein each of the two side por-
tions is attached to the elevated central portion by an
inclined portion such that the elevated central portion is
higher than the two side portions when disposed in a flat
configuration, and wherein each of the two side portions
includes an adhesion zone that is spaced apart from the
elevated central portion;

wherein each of the plurality of pockets includes at least

one side walls that extends down from a top surface of
the elevated central portion and is joined to a bottom wall
and wherein the bottom wall of each of the pockets
defines a reference plane.

2. The carrier tape of claim 1, further comprising at least
one row of advancement structures formed longitudinally
along the side portion of the carrier tape.

3. The carrier tape of claim 1, further comprising at a row
of aligned advancement structures formed longitudinally
along each side portion of the carrier tape.

4. The carrier tape of claim 1, wherein the side portions are
generally parallel with the bottom wall of each of the pockets.

5. The carrier tape of claim 1, wherein the elevated central
portion is generally parallel with the bottom wall of each of
the pockets.

6. The carrier tape of claim 1, wherein the side portions are
disposed at a first reference height relative to the reference
plane and the elevated central portion is disposed at a second
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reference height relative to the reference plane and wherein
the second reference height is greater than the first reference
height.

7. The carrier tape of claim 1, wherein the elevated central
portion comprises a plurality of plateau portions disposed
between adjacent pockets within the elevated central portion
and having a plateau surface and a pair of rail portions that
extend longitudinally along the elevated central portion on
either side of the pockets and having a rail surface.

8. The carrier tape of claim 7, wherein the plateau surface
and the rail surface are coplanar.

9. The carrier tape of claim 7, wherein the plateau surface
is higher than the rail surface.

10. A carrier tape having pockets for carrying electronic
components, the carrier tape comprising:

a longitudinally extending central portion having a plural-
ity of pockets formed therein and a plurality of elevated
lip portions wherein the elevated lip portions are adja-
cent to at least a portion of each edge of each of the
pockets are formed within the central portion and two
side portions, each of the side portions is disposed on
opposite sides of the central portion and extend longitu-
dinally therewith, wherein each of the side portions
includes an adhesion zone that is spaced apart from the
central portion, the adhesion zone being adapted to
adhere to a cover film;

wherein the pocket includes at least one side walls that
extends down from a top surface of at least one of the
elevated lip portions and is adjoined a bottom wall and
wherein the bottom wall of the pocket defines a refer-
ence plane; and

wherein the side portions are disposed at a first reference
height relative to the reference plane and the to surface of
at least one of the elevated lip portions is disposed at a
second reference height relative to the reference plane
and wherein the second reference height is greater than
the first reference height.

11. The carrier tape of claim 10, wherein the elevated lip
portions are discontinuous.

12. The carrier tape of claim 10, wherein the elevated lip
portions are continuous and completely surrounds the pock-
ets disposed within the central portion of the carrier tape.

#* #* #* #* #*
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